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BROHM MINING CORPORATION
Gilt Edge Project

Pit-Bench-Pattern #
S 1o- U - Pu , BLAST HOLE
S-io-H " & DATE : '[a /94
Submittal Date Hot—RaCR=Shake )
and NAME: A awras Ba e
FIRE DETERMINATJONS —
FIRE () Back® %(2) FIRE (')  Raefi~ (2>
AMPLE | Au. | Au. SANPLE K. . A
g3
1. 1 349 T .oo5‘°°w .009 5. | 440 026" oad
o 26 o
2. | 351 .ooH L00F < Y41 010 ol
2 ot
3. 352 .00l . .003 27. Hq2 .03%" 05 Y
t
4. | 353 0015 ooz |28 ya3 021" 029
\ o‘!‘:
5.1 3uL+% o2’ o 29. | 444 .02§" 032
K -
6. 368 .023" 026 30, Fo4g .031" .0306
oY
7. 3.9 .Of"°°q 003 31. 510 .o+ .03
ot RO
8. 37%o .009" .015 32. o) 031> . 039
V3
9. 3% .oti-""q .o0l2 3. | F2 019"’ .ot ¥
) 7 e}
10. 372 |™ ,ooQ-°° .0lb .| 513 0297 032
5% . 4 v
n. | 333 00%" o00% |3 | 54 016" 019
v . _
12. | 334 o00o6®| 006 |36 | 529 012 033
J13. 399 .ol:z':z.'“v 022 3. ] 530 ouo®™ o070
' 9
4. [ 399 022°| 023 |8 | 531 oH0%| oul
5‘*
15. | 390 652" 053 3. | 532 0357 o034
J°
16. 391 . oo5-""6 006 |%. ) 533 .02.0° o025
4 odd
i7. 392 005 o0 |8. | 534 034y oM
dt
18. | 393 ord Sl on |42 | 549 036" ouu
/ ‘Zb
19. Hag 0t o1 |43 ] 550 0ozi° 020
20. 429 009" 009 “. | 551 035" o443
b2
2l. | w32z | 009 o1l |%. | 552 020" ] 035
93
22. | 333 | 003 | oy || 554 035" OHT
24
23. | yad| 0132 o4 |9 | 504 022" | .o0a%
24. H49 0a5 ™ . 05¢% 8. | 530 022’ .c30
44 <% D2z _
Ny ¥:.020 (27~ 0285




BROHM MINING CORPORATION
Gilt Edge Project

Pit-Bench-Pattern #
$210- 4 - R ALAST TOLE DATE : '/n]sq
Submittal Date Bot—NatR-Shake
and NAME : 0\4“""“’ Daror
FIRE DETERNINATIONS
PIRE (1) Eaey '€¢ (2D FIRE (1) RaeNy Fiee (2)
SAVPLE | Au. .4 Au. SAMPLE Au. Au.
L | &% o2F ] 029 || 6*4 031 039
. | 372 o015 0 019 |26 | t25] 06%°T .00
3 613 [ 029 o o4 | 2. BonNDAR BEcHM 44
L. 042" 054 | 8. | yao 01§ o
5. | (15 032 035 |89 | 43I 059 056°°
6. b29 ) oo‘l"’” .oiz2 |30, CHIM_ASSaY
7. bL30o or2™ 016 |31 430 009
8. | ¢3i 022%] 031 |32 ] 4z 06|
. | (s 0ol  on |3
10. | ¢33 0138 oad |3
1. | (35 013%™  oaz |3.
12. | o2/ o™l ouygq | 3.
3. | 513 o1 g 023 |¥.
4. | 524 | 029 o3, | 3B
15. [ 599 024 o4z |3
16. [ 540 009" oio | 40. () X+ .024
7. | 591 | oz®’| 035 |4 ol s - osz
18. | 591 ol 033 | % AL Z = . 033
19. | 545 050”062 |8
20. | Lo9 o™ oa2’| M.
21. | (1o 050" oud |55
22. | Gl . 08| 019 |4,
23. L 72 __oq;-"ﬁ o4y | 4.
2. | (73 090" 1097 |4,




(303) 989-1404

S
v

? {
i Bondar-Clegg, Inc.
L 12980 West Cedar Dr.
Lakewood, Colorado 80228

‘.

Invoice . 13055, Fade 1
EROHM MINING CORF.
MR. ROD MACLEOD Ilate + 25-0CT7-88
P.0. BOX 485 s-lo-¢
REALRWOCD, Sh Rerort No?! 098-1274
57732 Prodect ! BLASTHOLE

Reference! NONE LISTED

49 Analuses of Gold at ¢ 8.00 ¢ 392.00

Subtotal $ 392.00 $ 392.00
41 Analuses of Au/Hot Extraction at ¢ 4.00 ¢ 164.00

Suhtotal ¢ 164,00 $¢ 1464.00

Sample Frerzretion

49 Samrles of Assaw Frer at ¢ 3.25 % 159,25
49 Samrles of Deaduocod Surcharde at $ 0.50 ¢ 24.50
Subtoteal $ 183.75 $ 183.75
Miscellaneous Chardes
4% S.I'v STATE SALES TAX $ 4,90
2% DEADWOODR CITY SALES TAX + 2,435
Subtotal $ 7.33 $ 7:35
Invoice Total!? % 747.10 U.S.

05 zn'«imz g

oo§ 027

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
" 12980 West Cedar Dr.
Lakewood, Colorado 80228
BONDAR-CLEGG it T
Invoice : 13055, Fade 1
EROHM MINING COQRF,
MR, ROD MACLEQOD Dhate ' 25-0CT-88
P.O0. ROX 485 5 '0’4/
NEADWOODs SD Rerort No: 098-1274
87732 FrodJdect t BLASTHOLE
Reference! NONE LISTED
42 Analuses of Gold t ¢ 8.00 ¢ 2¢2.00
Subtoteal 5 3£2.00 $ 19 00
41 Anzluses of Au/Hot Extraction et ¢ 4,00 ¢ 164,00
Subtotal - 64,00 % 164,00
Samrle Freraration
A9 Samrles of Assay Fres at ¢ 3.25 ¢ 159.295
49 Szmrles of Dezduood Surcharde at ¢ 0.90 ¢ 24 4+ 5(
Subtotal $ 183.795 3 183.73
-Miscellaneous Charges
1% 8.ty STATE SALES TAX $ 4.%0
2% DREADWOODR CITY SALES TAX $ 2.45
Subtotal 739 $ 735

ook 027

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

B

Lab Report

BROHM MWINING CORP,
MR. ROD MACLEOD
F.0., BOX 485
DEADROCDs SD

7732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
i BONDAR-CLEGG
REPORT: 098-1274 ( COMPLETE ) ] REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORF. SURMITTED RY: R. MACLEOD
PROJECT: BLASTHOLE DATE PRINTEDR: 17-0CT-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHODR
1 FireAu Bold 49 0.002 OPT Fire Assay
2 CN Au Au/Hot Extraction 41 0,002 OPT Cuanide Leach Atomic Absoretion
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
0 DRILL CORE 49 2 -150 49 Assay Prer 49

Deadwood Surcharde 49

REPORT COPIES TO: MR, RODR MACLEOD

INVDICE TO: MR. ROD MACLEOR




Bondar-Clegg, Inc. Ec Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab
(303) 9891404 BONDAR-CLEGG Report
REFORT: 098-1274 PROJECT! BLASTHOLE PAGE 1
SAMPLE ELEMENT FireAu  CN Ac SANPLE ELEMENT FireAu  CN Au
NUMEER UNITS  OPT 0PY NUNBER UNITS  OPT 0PT
12 S-10-4-841 0,016 0,022 D2 §-10-4-712 0,020 0,027
12 S-10-4-442 0,028 0,050 02 §-10-4-713 0,075 0,095
D2 S-10-4-443 0,022 0,028 D2 S-10-4-714 0,050 0,057
D2 S-10-4-644 0,027 0,035 2 S-10-4-715_ 0,001 0,087
D2 S-10-4-445 0,038 0,031 D2 $-10-4-751 0,012
D2 S-10-4-846 0,068 0,083 D2 §-10-4-752 0,011
12 5-10-4-647 0,044 0,052 D2 §-10-4-751 0,020 0,037
D2 S-10-4-448 0,026 0,033 D2 §-10-4-754 0,026 0,084
D2 5-10-4-649 0,018 0,032 D2 S-10-4-755 0,019 0,031
D2 S-10-4-450 0,027 0,036
12 S-10-4-651 0,020  0.026
m’ 5‘10"'652 00032 °n°39
12 5-10-4-§51 0,007
12 S-10-4-454 0,007
12 §-10-4-£55 0,072 0.087
02 S-10-4-661 0,024 0,029
02 §-10-4-862 0.017 0,031
12 5-10-4-461 0,016 0,022
D2 S-10-4-444 0,027 0,025
02 S-10-4-645 0,018 0,023
[ D2 S-10-4-866 - 0,015 0.017
| 12 S-10-4-481 0.032 0,049
: B2 S-10-4-482 0.012
* M S-10-4-483 0.015  0.020
2 S-10-4-484 0.010
12 5-10-4-485 0,015 0,026
02 S-10-4-484 0,010
02 S-10-4-487 0,023 0,023
92 3'104-688 0.018 05031
02 S-10-4-489 0,026 0,02
D2 S-10-4-490 0.008 SOHWN WIMIVC ¢
12 S-10-4-491 0,026 0.028 ’
D2 S-10-4-692 0,053 0,058 ——————
D2 S-10-4-693 0,046 0,056 1 .
02 $-10-4-694 0.047 0,051 OCL . ' idsd ||
02 6-10-4-6957 0.03 0,047 f
D2 S-10-4-708 0.021 0,023 U ’g { "S ‘
02 S-10-4-709 0,045 0,046 L
D2 S-10-4-710 0,024 0,029 e s
2 5-10-4-711 0,038 0,039
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LAB.REPORTNO. _ /1

B _gDNDAR-CLEGG INC.

12880 W. CEDAR DR, LAKEWOO0D, CO. PHONE: S89-1404 TELEX: 45-693

SAMPLE SHIPMENT NOTICE
Date Shipped "" AL Via /X% 0 Prepaid or

0O Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAME _ /A /277 PHONE NUMBER /“PROJECT NAME OR NUMBER -~
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation DCP test
’ y lku Neutron ore
FE74 |Cu |Ph |Zn Mo |Ag [Cd |Ni JCo Mn |Fe |Bi [V [U |W |F As [Hg ISn [Sb |Ba |E spec | Activation oce test
Neutron ore
¢ |Cu |Pb |Zn Mo |Ag |Cd NI |Co Wn Fe |Bi |V |U |W |F @ As |Hg [Sn [Sb |Ba |E spec | Activation DCP test
. ' Neutron E ore
res, ¢ /7 |Cu |Ph |Zn Mo |Ag |Cd |Ni |Co Mn [Fe [Bi |V |U |W |F aﬁ\ks Hg |Sn |Sb |Ba |E spec | Activation )CP lest
o y ! \ E Neutron ore
. | “¢// [Cu |Pb |Zn Mo |Ag [Cd [Ni [Co Mn [Fe |Bi [V |U |W |F |AR |As [Hg |Sn Sb [Ba I spec | Activation oce test
‘ y Neutron ore
L 27 |Cu |Ph |Zn fﬂu IAg [Cd |Ni |Co Mn [Fe [Bi [V [U [W |F [Ku |As [Hg [Sn [Sb |Ba [E spec | Activation DCP test
L‘ Neutron ore
Cu [Pb |Zn Mo |2g |Cd [Ni |Co Mn |Fe [Bi |V |U |W |F |Au |As Hg |Sn |Sh |Ba [E spec | Activation oce test
I Neutron ore
Cu [Ph |Zn Mo JAg |Cd INi |Co Mn [Fe |Bi |V |U |W |F |Au |As JHg |Sn [Sb |Ba |E spec | Activation DeP test
Neutron ore
Cu [Ph |Zn Mo |Ag [Cd |Ni [Co Mn [Fe |Bi |V |U |W |F |Au |As [Hg [Sn |Sb [Ba [E spec | Activation nce test
Neutron ore
Cu [P [Zn rﬂn Ag [cd [N [co Jn JFe [Bi [V u [w |F Jau fas [Ho [Sn [Sb [Ba [E spec [ Activation DCP | test
L‘ Neuiron ore
Cu |Pb |Zn Mo jAg |Cd [Ni |Co Mn |Fe |Bi |V |U |W |F JAu |As JHg [Sn |Sb [Ba |E spec | Activation pDece test
h Neutron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni |Co Mn |Fe |Bi |V |U |[W |F |Au JAs Hg [Sn |Sh |Ba |E spec | Activation oce test
Neutron ore
Cu |Pb |Zn Mo [Ag |Cd NI [Co Mn |Fe |Bi |V [U |W [F JAu [As [Hg [Sna |SD lBa E spec | Activation bce lest
] NEwroT ure
Cu |Pb |Zn Mo |Ag |Cd [Ni [Co Mn |Fe [Bi [V (U (W |F JAu |As [Hg [Sn [Sb |Ba [E spec [ Activation pcp test
Neutron ore
Cu [Pb |Zn Mo |Ag JCd [Ni [Co Mn |Fe |Bi [V |U |W |F JAu |As |Hg [Sn |Sh |Ba |E spec | Activation pce test
Neulron ore
Cu |Pb |Zn P\ﬂo IAg |Cd |Ni [Co Mn [Fe |Bi [V |U |W |F JAu |As Hg |Sn |Sb [Ba |E spec | Activation oce test

prepared

e assay (%, ore grade) } O
0 Wunprepared

methods, the enclosed
[0 geochemical (ppm, trace level)

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS <22 é , P IB) P P7 7 s

£ . Vid 4 L / /L 4 >

Please analyze by {

(LA K ) LLs L -

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS

£3- DISCARD AFTER ANALYSIS COMPLETE

O RETURN COD AFTER ANALYSIS COMPLETE

[0 STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

Results

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Invoices
Pulps

ogaonb

Rejects

Results

Invoice

Pulps

086 B

Rejects

White — Lab Copy - Please include With Shipment

0000

GIEYEY )

PULPS

0 DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
0O STORE 1 YEAR-RETURN COD

1

AN

Results

.

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

ey

Invoices

Pulps

Rejects

Results

Invoice

Pulps

Rejects

Yollow — Sample Prep. Copy

Pink — Client's Copy




. Bondar-Clegg, Inc.
‘ 12980 West Cedar Dr.
¢ Lakewood, Colorado 80228

(303) 989-1404
BONDAR-CLEGG e
Invoice : 13035, Pzdge 1
RROHM MINING CORF.
MR. ROD MaCLEQD Date + 25-0CT-88
F.0. BOX 485
DEADWOOD, SO Rerort Noi 098-1237 S710-4~
857732 Prodect ¢ RLASTHOLE
Reference!: NONE LISTED
20 Anegluses of Gold at ¢ 8.00 ¢ 150.00
& Anslueses of Gold at ¢ 0.00 ¢ 0.00
1 Anezlyses of Gold at ¢ 0.00 ¢ 0.00
Subtotal $ 160,00 $ 140.00
11 Ansluyses of Au/Hot Extraction at ¢ 4.00 % 44,00
Subtotal $ 44,00 $ 44,00
Samrle Prereration
20 Samrles of Assay Fres at ¢ 3.295 ¢ 65,00
20 Samrles of lDNeadwood Surcharde at ¢ 0.50 ¢ 10.00
Subtotal $ 75,00 % 735.00
Miscelleneous Charges
4%Z S.Iiv STATE SALES TAX $ 2,00
2% DEADWOOD CITY SALES TAX $ 1,00
Subtotal % 3.00 $ X.00
Invoice Total?d $+ 282.00 U.S.

o to
NPV

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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RROHM MINING CORF.

MRE. ROD MACLEOQOD Date
F.0. ROX 485

NEARWOOD, SD Rerort
97732 FroJdect

Invoice

Reference

NO

.
-
.
*
.
.

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

098-1237 S I0-4
BLASTHOLE

NONE LISTED

20 Ansluses of Gold at ¢ 8.00
4 Analuses of Gold 2t ¢ 0.00
1 Anzluses of Gold at ¢ 0.00
Subtotal
11 Anzluses of Au/Hol Extraction at ¢ 4.00
Subtotal
Samrle Preraration
20 Samrles of Asszy Free at ¢ 3.25
20 Szmrles of Dezdwood Surcharde at ¢ 0.50
Subtotal
Miscellaneous Charsges
4% S.D. STATE SALES TAX
2% DEADWOOD CITY SALES TAX
Subtotsal
Invoice Totzl!

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

w B B

L

"

n

160.00

0.00

" -
O.00
Voe VW

160.00 $ 160,00

44,00
44,00 3 44,00

73.00 3 73.00

2.00
1.00
3.00 $ 3.00




Bondar-Clegg, Inc.

12980 West Cedar Dr
Lakewood, Colorado 80228
(303) 989-1404

e

-

B

|

Lab Report

[ FROHK XINING CORP,
MR, BOD MACLEOD
P,0, BOX 485
DEADNOODs SD
57732
B + +
-
|




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

B o e

’js'-'f.w;.': 098-1237 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT. BROHM MINING CORP.
FROJECT: BLASTHOLE

SUBKITTED BY: R, MACLEOD
DATE PRINTED: 19-0CT-88

ORDER ELEMENT

NUMBER OF LOWER

ANALYSES  DETECTION LIMIT EXTRACTION HETHOD

2 0R—3-SEPARATE RESULTS ARE REPORTED FORSOME

1 FireAu Gold 20 0.002 OPT Fire Assay
2 Firefu Gold é 0.002 0PT Fire Assay
‘ 3 FireAu Gold 0.002 OPT Fire Assay
4 (N Au Au/Hot Extraction 11 0.002 OPT Cyanide Leach Atosic Absoretion
l SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
P DRILL CORE 20 2 -150 20 Assay Prep 20
Deadwood Surcharde 20
REMARKS

SAMPLES, (ERRATIC RESULTS)

REPORT COPIES TO: MR. ROD MACLEOD

INVOICE TO: MR. ROD MACLEQD




Bondar-Clegs, In. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

(303) 989-1404

[Emn: 098-1237 PROJECT! BLASTHOLE PAGE 1
SAMPLE ELEMENT FireAu FireAu FireAu CN Au
NUMBER UNITS oPT 0PT 0PT oPT
D2 5-10-4-212 ~ 0,002
02 5-10-4-229 €0,002
2 5-10-4-230 20,002
02 5-10-4-231- 0,002
12 5-10-4-394 — 0,002

(02 S-10-4-434 0,003
| B2 S-10-4-507 0,009 7= fre 27¢
02 S-10-4-508 — 0,126 0,022 0,07 0,120
12 5-10-4-527 0,005 0,018 Yearsjos.oid

{n:- 5-10-4-528~ 0.028 0,040
02 S-10-4-547 0.019 0,028
D? 5'10'4‘548/ 0-036 00056
12 S-10-4-541 0,071 0,037 7e.o¥2ip8 0,051
02 §-10-4-542 0,198 0.180 7= ;fpe 287 0,093
12 §-10-4-543 0.020 0,038
02 S-10-4-564 0,035 0,020 xz.osv/r0d 0,048
12 5-10-4-545 £0,002 0,021
02 $-10-4-5464 0.008
2 S-10-4-547 0.028 0,027
12 S-10-4-568 0.043 0,048 {=0?/37 #40.050

e —————

BEOHW Winine co ’

. TSCE—— -‘x
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Date Shipped 1 /L7 55
# Parcels in Shipment

|

/%

LAB. REPORT NO.

B BONDAR-CLEGGE INC.

12880 W. CEDAR DR, LAKEWO0OD, CO. 80228 PHONE: S89-104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

2 EELU # O,
Via _£u s <« 4] Prepaid or J Collect

/TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAME £/ /// /- /7" PHONE NUMBER /" ” PROJECT NAME OR NUMBER _£ <~
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation DcP test
/ Neulron ore
Cu [Ph |Zn Mo |[Ag [Cd [Ni [Co Mu [Fe |Bi |V |[U |W |F %A; Hg |Sn [Sb |Ba |E spec | Activation oceP test
Neutrosn are
/f} A /lcu [Pb |20 PMo |Ag [Cd |Ni [Co Mn [Fe [Bi |V |U W |F |34 |As [Hg [Sn [Sh [Ba [E spec | Activation peP | fest
/ . : 5 Meutron 1 ore
g / Cu [Pb [Zn Mo [Ag [Cd [Ni |Co Mn [Fe |Bi |V |U |W [F |A [As |Hg [Sn [Sb |Ba [E spec | activation nee test
Neutron ore
Cu |Pb [z Mo [ag cd Ni [co Jan [re Bi |v |u |w [F [af\|as o [sn [sb [Ba [E spec | activation | DCP | test
. z ¥ J Neutron ore
A /5 Cu [Pk |Zn Mo |Ag |Cd |Ni |Co Mn |Fe [Bi |V |U |W |F A‘\ As |Hg |Sn [Sh |Ba |E spec | Activation pce test
- ; Neutron ore
¢ s 7 [Cu |Pb [Zn Mo |Ag [Cd |Ni |Co Mn |Fe |Bi [V [U |W |F &As Hg [Sn [Sb lﬂa E spec | Activation nee test
" I Neutron ore
f - o9 44> ICu |Pb |Zn Mo JAg [Cd |Ni [Co Mn |Fe |Bi |V |U |W |F Ab:As Hg [Sn [Sb [Ba |E spec | Activation oce test
\ Neutron ore
Cu |Ph [Zn Mo [Ag [Cd (Ni [Co Mn [Fe (8 [V |U W (F |AR As [Hg [Sn [Sb [Ba |E spec Activation nce test
' |
] Nzutron ore
Cu |Pb |Zn Mo A |Cd [Ni [Co Mn |Fe [Bi |V |U |W |F JAu |As [Hg |Sn [Sh [Ba |E spec | Activation pee test
Neutron 078
Cu |Pb |Zn Mo |JAg [Cd [Ni [Co Mn |Fe |Bi |V |U |W |F JAu |As [Hg [Sa |Sh |Ba |E spac | Activation DCP test
Neutran ore
Cu |Pb |Zn Mo [Ag |Cd [Ni [Co Mn |Fe |Bi |V |U |W |F JAu |As Hg [Sn [Sb |Ba |E spec | Aclivatien pce test
Neutron ore
Cu |Pb |Zn Mo JAg [Cd [Ni |Co ¥in |[Fe [Bi |V |U |W |F |Au |As [Ho |Sn [SD |Ba |E spec Activation (HH test
Neoan 15
Cu |Pb |Zn Mo |Ag |Cd [Ni |Ca n [Fe [Bi [V [U |W |F JAu |As [Hg [Sn [Sb |Ba |E spec | Activation nce test
Neutron ore
Cu [Pt |Zn Mo |Ag [Cd |Ni |Co Mn |Fe [Bi |V |U |W |F JAu |As jHg |Sn [Sh |Ba |E spec | Activation pep test
weulron ore
Cu |Pb [Zn Mo |Ag [Cd [Ni [Co Mn [Fe [Bi [V |U |W |F |Au |As |Ho [Sn |Sb |Ba |E spec | Activation DeP test
B assay (%, ore grade) ] (prepared
Please analyze by methods, the enclosed samples
O geochemical (ppm, trace level) O unprepared

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS

COMMENTS

bl

:f”-’ ; F

F Y. 4 S L /

COARSE REJECT
(3 DISCARD AFTER ANALYSIS COMPLETE

0O RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS
O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
STORE €O PAMS -DISCARD

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

[ Results O Results
O Invoices O Invoices
O Pulps = O Pulps

O Rejects $ O Rejects
0 Results O Results
O Invoice O Invoice
O Pulps O Pulps

O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy

»



BO T
12980 West Cedar Dr.
Lakewood, Colorado 80228
BONDAR-CLEGG v
. 4 . - “ -
3
Invoice : 13059 Fadge 1
RROHM MINING CORF.
MR. ROD MACLEOD Date ! 25-0CT-88
F.0, BOX 485
NEADWOOD, SO Rerort Not: 098-1233 S-/0-4—
57732 Frodect ¢ BLASTHOLE
Reference! NONE LISTEDR
446 Anzluses of Gold at ¢ 8.00 ¢ 348.00
1 Anz2luses of Gold at ¢ 0.00 ¢ 0.00
Subtotal ¢ 368.00 ¢ 368.00
26 Anzluses of Au/Hot Extraction at ¢ 4.00 ¢ 104.00
Subtotal $¢ 104.00 ¢ 104.00
Samrle Preraration
446 Samrles of Assas Frer at ¢ 3.25 ¢ 149.50
446 Sazmrles of DNeaducaod Surchardge at ¢ 0.30 ¢ 22.00
Subtotel $ 172.50 $ 172.50
Miscellaneous Chardes
4% S.Di. STATE SALES TaAX $ 4,460
2% DEADWOODR CITY SALES TAX $ 2.30
Subtotal $ 6.90 $ 6.90

Invoice Total

1,00 ¥

.
.

027

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 651.40 U.S.



. Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
BONDAR-CLEGG e
y -—s"
Invoice : 13059, Fage 1
REROHM MINING CORF.
MR, RODI MACLEQD Nate i 25-0CT-88
F.0, BOX 485
NEADWOOD, SO0 Rerort Noi 098-1233 S-/0-4
57732 Frodect + RLASTHOLE
Reference: NONE LISTED
446 Aneluses of Gold at ¢ 8.00 ¢ 358.00
1 Analwses of Gold at ¢ 0.00 % 0.00
Subhtotal ¢ 348.00 ¢ 3468.00
26 Analuses of Au/Hot Extraction at ¢ 4,00 % 104,00
Subtoteal $ 104,00 ¢ 104.00
Sample Frerarastion
446 Samrles of Assaw Prer at ¢ 3.25 % 149.50
446 Semrles of lesdwooad Surcharde at ¢ 0.350 ¢ 23.00
Subtotal $ 172.50 $ 172.50
Miscellaneous Charges
4% S.I'v STATE SALES TAX $ 4,460
2% DEADWOOD CITY SALES TAX $ 2,30
Subtotal $ 4,90 $ 65.90

Invoice Total!
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

Lab Report

BROHM KINING CORP.
MR. ROD MACLECD
P.0. BOX 485
DEADYOODs SD
37732




Boodar-Clegs, . Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

(303) 989-1404

REPORT! 098-1233 ( COMPLETE ) ]

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.
PROJECT: BLASTHOLE

SUBMITTED BY: R. MACLEOD
DATE PRINTEDR: 17-0CT-88

NUMBER OF LONER

ORDER ELENENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 FirefAu Gold 46 0,002 OPT Fire Assay
2  Firefu Gold 1 0,002 OPT Fire Assay
3 CN Au Au/Hot Extraction 26 0,002 OPT Cyanide Leach Atomic Absorstion
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMRER SANPLE PREPARATIONS NUMBER
— B DRIt CORE — L ;m-rﬂ Li-] _ASS3Y PIRF 5%

REMARKS: 2 RESULTS ARE REPORTED FOR ONE SAMPLE.

Deadwood Surcharge 46

REPORT COPIES TO: MR. ROD MACLEOD

INVOICE TO: MR. ROD MACLEOD




